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L1 

L3 crack repair, remove old repairs,  face fill

L5 plastic repairs to edge, remove old repairs, face fill

L7 crack repair, face fill
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L2

L4

L6

L8

Item

L9 

L11 

L13 

L15 

L17 

Brewdog Reading Left Window Survey

indent to right side, face fill rest 

Description

The perimeter of all stones require repairing 

plastic repairs to returns, face fill

Description

Description

plastic repairs to returns, face fill

face fill

face fill

cut back and plastic repair 

crack repair, plastic repair to edge, face fill 

crack repair, face fill 

plastic repair to left side, face fill rest 

sounds hollow, possible cut back and reface
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L12 

L14 

L16 

L18 

Item

L19
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L21
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L24 

L25

L26 
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Description

cut back and plastic repair 

plastic repair to left side, face fill rest

plastic repair to left side, face fill rest 

plastic repair to left side, face fill rest 

crack repair

Description

OK

crack repair

OK

crack repair

larger repair to return, possibly indent 

The cornice looks in poor condition and unstable in some areas, this will 

require closer inspection when we have access 

crack repair 

OK

OK

crack repair 

Unable to tap test higher but look OK from ground 


